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Geochemical
Lab Report

BONDAR-CLEGG
A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31934.4 ( COMPLETE ) REFERENCE INFO: NONE GIVEN

Cl TENT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT NONE GIVEN DATE PRINTED: 9 OCT-89

NUMBER OF LOUER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 41 fl.11112 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

1 OTHER DRILL TYPES 41 2 -15H 41 ASSAY PREP 41
SAMPIF PICKUP/MTLE 1

REMARKS: 1AT GOLD (29.17G)
DUPI TCATF NOT AVAII ABLF 
***CORRECTED REPORT*****
SAMPLE ID’S HAVF BFEN CORRECTED

REPORT COPIES TO: MR. JIM BARRON 
MR. ROD MCCLEOD

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: R8? 31934.4 ( COMPLETE l 

Cl TFNT: BROHM MINING CORPORATION 
PROJECT: NONE GIVEN 

ORDfR El FM[NT 

1 Au Gold 

SAMPLE TYP[S NUMBER 

7 OTHER DRILL TYPES 41 

REMARKS: 1AT GOLD (29.17G) 
DUPI JCATF NOT AVAIi AOLF 
***CORRECTED REPORT***** 

NUMBFR or LOUER 
ANALYSFS DETECTION I TMIT EXTRACTION 

n.1in2 OPT 

SIZE FRACTIONS NIJMBFR 

2 - 1sn 1+1 

SAMPLE ID'S HAVF BFEN CORRECTED 

Geochemical 
Lab Report 

REFERFNCE INFO: NONE GIVEN 

SUUMTTTEO BY: BARRON 
DATF PRINTrD: 9 OCT·89 

METHOD 

Fin~ Asr,ay 

SAMPLF PREPARATIONS NUMBER 

ASSAY PREP 
SAMPI f PICKUP/MILE 

41 
1 

REPORT COPIES TO: MR. JIM BARRON 
Mf<. HOD MCCl FOi) 

INVOICF TO: MR. JIM BARRON 



Geochemical
Lab Report

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

RFPORT: R89-31934.4
DATE PRINTED: 9 OCT-89
PR0JFCT: NONF GTUFN PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

Z2 R89-585 n-5 <n.002 12 R89-585 200-205 <0.002
22 R89-585 5-111 0.004
12 R89-585 in-15 0.006
12 R89-585 15-20 0.004
12 R89-585 20-25 0.006

72 R89-585 25 30 O.OD4
22 R89-585 30-35 0.004
12 R89-585 35-40 <0.002
12 R89-585 40-45 <0.002
22 R89-585 45-50 <0.002

12 R89-585 50 -55 <0.002
12 R89-585 55-60 <0.002
22 R89-585 60-65 <0.002
12 R89-585 65-70 0.002
12 R89-585 70-75 0.002

72 R89-585 75-80 0.003
72 R89--585 80-85 <0.002
12 R89-585 85-90 0.003
72 R89-585 90-95 <0.002
12 R89-585 95-1110 0.003

12 R89-585 125-130 0.007
22 R89-585 130-135 0.012
22 R89-585 135 140 0.018
72 R89-585 140-145 0.018
12 R89-585 145 150 0.006

Bondar-Clegg, Inc. 
6:!5 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

RFPORT: R89-31914.4 

SMPLE [I F'1EW 
NUMBfR 'INr'; 

72 R89 S8S r S 

72 R89· 585 'i 111 
Z2 R89·585 1n 15 
72 R8? 585 15 2n 
72 R89 585 ?n 25 

72 R89-585 25 30 
12 R89-585 3n l'i 

77 R89 585 1'i-40 
72 R8? 585 4n 45 
72 R89-585 45-50 

7? R89-585 5n 55 
72 R89 585 55 to 
12 R89-585 6n 65 
72 R89 585 65 7n 
/2 R89 585 7r 75 

77 R8? 585 75-80 
12 R89 585 sn RS 
Z2 R89-585 RS ?r 
72 R89 585 90 95 
/2 R89 585 9~ 1r~ 

z2 R89-585 1nn 1ns 
12 R89 585 111S 11 [I 
z2 ~89 585 11n-11s 
7? R89-585 11S 120 
Lr R89 585 1~0 12s 

/2 R89 585 125 1 ln 
/2 R89 585 130 -115 
l? R8? 585 115 140 
12 R89-585 140-145 
7? RS? 585 145 15n 

12 R89 585 15n 155 
/2 R89 585 155 160 
72 R89-585 16n 165 
72 R89 585 165 17n 
72 R89-585 170 175 

l2 R89-585 175 180 
/? R89-585 180-185 
12 R89 585 185 190 
7? H89-585 19n 1?S 
l2 R89 585 19'i 211D 

Au 
OPT 

<'l.n'l2 
0.004 
0.006 
0.004 
0. 00(, 

0.004 
0.004 

<0.007 
<0.002 
<0.002 

<0.002 
<0.'JO? 
<0.002 
0.002 
0. OIJ2 

0.001 
<0.00? 
0.003 

<0.11l12 
0.003 

0.002 
0.004 
0.008 
0.017 
0.!109 

0. OD/ 
0.012 
0.018 
O.IJ18 
0.006 

0.001 
0. 00) 
0.004 
0.002 
0. OO'i 

0. f](I,? 

0.006 
0. Oii 3 
fl. Ofl? 
O.Q02 

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCA.PI: l'.'.SPECTION & TESTl'\JG SERVICES 

SAMPLF 
NIJtmrn 

Geochemical 
Lab Report 

DATF PRINTED: 9 OCT 89 
PRO,JFCT: NONF GTVFN 

FLEl1ENT 
INTTS 

Au 
OPT 

PAGE 1 

z2 RB? 585 2nn 205 <0.002 ,_---
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

BC
BONDAR-CLEGG

AtMs'ioKqk ^U^D&1NSPECT10N&TC?11N^
1DATF PRTNTFD: 9-0CT-89REPORT: R89-31934.4 f j] l Sl ti {PROJECT: NONE GIVEN PAGE 2

_i
SAMPLE ELFMFNT Au j j ‘. j ‘

NUMBER UNITS OPT J \ ' j

SAMPIFf

! 6861 3 , TOO number

1 ELFMFNT Au

UNITS OPT
i __ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

R89-585 20-25 0.006
Duplicate 0.006

r
R89-585 70-75 0.002
Duplicate 0.002

I-------
>0 MHO ts

Bondar-Clegg, Inc. 
6:!5 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

REPOR~: R89 11934.4 

'.;AMPLE HFMfl'H 
NUMF ~ UNITS 

R89 'i8'i 20 2'i 
Dip I ica te 

1<89 :i85 70 75 
Dup I icale 

f<B9 585 1. ]IJ 11rl 
Dup I ic.d LP. 

Au 
OrT 

0.006 
0.006 

0.007 
0.00? 

0. 01 '2 
n.nH 

BC 
BONDAR-ClfGG 

H 

PROJECT: NONr r,1UFN 

El FrffNT A11 
UNITS O"T 

Geochemical 
Lab Report 

PAG[ 2 
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Geochemical 
Lab Report

H<mda?-Clegg,‘Inc.

625 Spice Island Dr. 

Building 1, Unit A 

Sparks, Nevada 89431 

702 (359-9330) BONDAR-CLEGG
A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31935.4 ( C0HPLETE ) REFERENCE INFO: R89 585 REF#205-505

Cl TENT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT R89-585 DATE PRINTED: 9-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 6(1 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

l OTHER DRILL TYPES 6fl 2 -15(1 6n ASSAY PREP 6D
EXCFSSIVF I4FTNESS/LB 1250
SAMPLE PICKUP/MILE 1

REPORT COPIES TO: HR. Jill BARRON 
MR. ROD HCCLE0D

INVOICE TO: MR. JIM BARRON

tlOi1 -Clegg,' lnc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

BC 
BONDAR-ClfGG 

Geochemical 
Lab Report 

A Dl\'ISION 0~ INCHCAPE INSPECTION & TESTl~G SERVICES 

REPORT: R89 31935.4 I COMPL[TF l 

Cl JENT: BROHM r.INING CORPORATION 
PROJECT: R89 585 

ORDtR FLEMENT 

1 Au Gold 

SAMP~E TYPES 

Z OTHER DRILL TYPES 

N1JMRER 

6fJ 

R[PORT COPIES TO: MR. JIM BARRON 
Ml{. qoo !1CCLEOD 

NUMDFR OF LOWER 
ANALYSES DfTECTION L1MIT EXTRACT'ON 

O.lln2 OPT 

SIZE FRACTIONS NUMBER 

RFffRENCF INFO: R89 585 R[Ftt2n~ ~ns 

SUOMTTTFD ~Y: DARRON 
DATF PRINTED: 9 OCT ~9 

METHOD 

SAMPLE PRtPARATIONS NUMBER 

ASSAY f>REP 6C 
fXCFSSIVf WFTNfSS/LB 12~0 
SAMP~E PICKUP/rILE 1 

INVOICE TO: !1H. JIM BARRnN 



Bbndar'-Clegg,* Inc.
625 Spice Island Dr. 

Building 1, Unit A 

Sparks, Nevada 89431 

702 (359-9330)

Geochemical
Lab Report

BONDAR-CLEGG
A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT; R89-31935.4
DATE PRINTED: 9-OCT-89
PROJFCT: R89-585 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

Z2 R89-585 2115-210 <0.002 11 R89-585 405 -410 0.008
Z2 R89-858 210-215 0.1103 Z2 R89-585 410-415 0.004
Z2 R89-585 215 -220 0.003 Z2 R89 -585 415 -420 0.004
Z2 R89-585 220-225 0.005 11 R89-585 420-425 0.003
11 R89-585 225-230 0.004 11 R89-585 425-430 <0.002

11 R89-585 230-235 0.004 11 R89-585 430-435 <0.002
11 R89-585 235-240 0.003 11 R89-585 435-440 <0.002
11 R89-585 240-245 <0.002 11 R89-585 440-445 <0.002
11 R89-585 245 -250 0.003 17 R89-585 445-450 <0.002
11 R89-585 250-255 0.003 11 R89-585 450-455 <0.002

11 R89-585 255-260 0.005 11 R89-585 455-460 0.006
11 R89-585 260-265 0.004 Z2 R89-585 460-465 <0.002
11 R89-585 265-270 0.002 11 R89-585 465-470 <0.002
11 R89-585 270-275 0.004 11 R89-585 470-475 <0.002
11 R89-585 275-280 0.003 11 R89-585 475-480 0.004

Z2 R89-585 280-285 <0.002 Z2 R89-585 480-485 0.005
11 R89-585 285-290 0.019 11 R89 585 485-490 <0.002
11 R89-585 290-295 0.010 11 R89-585 490-495 <0.002
11 R89-585 295-300 0.004 Z2 R89-585 495 500 <0.002
11 R89-585 300-305 0.004 Z2 R89-585 500-505 0.009 -- - - - -

11 R89-585 380-385 0.003
11 R89-585 385-390 0.004
Z2 R89-585 390-395 <0.002
11 R89-585 395-400 0.002
Z2 R89-585 400-405 0.003

I 

L 

I 

daf-Clegg; Inc. 
6:!5 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

REPORT: R89-319]5.4 

SAMPL F [lfMINT 
NU~B[R UNrni 

/7 R89 585 7ns 11n 
12 R89-858 210 215 
Z2 R89 585 715 72n 
l? R89 585 22n 275 
12 R89 585 72S 73n 

Z? R89 585 230-235 
72 R89-585 ?35-24n 
72 R89 585 24fl 245 
z2 R89 585 21is 25n 
72 ~89 585 25r-255 

72 R89 585 255 26n 
72 R89 585 26n 265 
72 R89 585 ?65 27n 
7? R89 585 27n 275 
12 R89 585 21s 2sn 

72 R89 585 280 285 
ll R89 58S 2~5 291 
Z2 R8CJ 585 2911 295 
72 R89 585 295 1nn 
12 R89 585 1no 30s 

Z7 R89 585 1ns-11n 
Z2 R89 585 310 315 
72 R89 585 115 ~2n 
77 R89-585 120 325 
77 R89 585 325 330 

l? R89 585 310 115 
72 R89 585 335 J1tn 
72 R89 585 140 345 
Z2 R89 585 345 3Jn 
77 R89-585 350 355 

7? R89 585 155 J6n 
Z2 R89 535 160 365 
/2 R89-585 365 37n 
72 ~89 585 370 175 
12 R89-585 375 1an 

77 R89 585 380 385 
72 R89-S85 385 19n 
Z2 R89 585 39fl 395 
12 R89 585 395 4nn 
72 R89 585 4110 4n'i 

Au 
OPT 

<n.1r2 
0. IIOJ 
n.nn3 
0.llfl'i 
n .nn1. 

o.1in4 
n.nn3 

<0. llrJ2 
n.nn:i 
n.11n1 

n. nn5 
o. 11n4 
n.nn2 
0.1104 
n.nn3 

<0 .1in2 
n.n19 
o.rirn 
n.nw. 
o. 11 n4 

n.n2r 
0. 0[16 
O.Oll4 
0.003 

<0.007 

o.on1 
0.004 
0.004 
0.013 
0.002 

0 .00'.j 
0. 00 l 
0.004 
0. OD l 
0.004 

~. no 1 
0.004 

<0.007 
0.002 
C.001 

BC 
BO DAR-CLEGG 

A Dl\1S10\; 01 l~CHCAPI: l"i PE( TION &. TESTI \ G SER\'JC[S 

Geochemical 
Lab Report 

DATE PRINTFD: 9 OCT 89 
PPO,JFCT: R89 585 PAGE 1 

SAMPI F ELEMrNT Au 
NLl"iUFR INr'i OPT 

72 R89 585 ✓.OS 410 0.008 
22 R8? 58S 410 41'i 0.0ll4 
Z2 R8? 585 li15 42n 0.004 
22 R89-'i85 42n 475 C.001 
Z2 R89-585 425 ~~n <0. D1)2 

22 R89 585 41n-415 <0.002 
Z2 R89 585 415 'i'iO <0.802 
Z2 R89 585 440 445 <C.ro2 
Z2 R89 585 4/iS 45n <0.002 
Z2 R89-585 450 455 <0.002 

Z2 R89 585 455 4h0 0.006 
22 R89 585 460 465 <0 .00? 
Z2 RB? 585 465 47n <O . lln? 
22 R89-'i85 4711 475 <0.002 
Z2 R89 585 47S 48n 0. rm4 

Z2 RR9-58S 480 485 0. OO'i 
Z2 R89 58S '•85 'i?n <o.on2 
Z2 R89 585 490 495 <0.007 
z2 R8? 585 495 snn <0.002 
Z2 R89 585 5110 'iOS o.oo? ,___ 
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_. Bo dar:-Clegg,"lnc. 
625 Spice Island Dr. 
Building I, Unit A 
Sparks, Nevada 89431 
702 (359-9330) 

~;ri~f'LE 
NUMRER 

R89-585 211l-235 
DuplicatP 

R89 585 280 285 
Dup I i cate 

R89·585 140 345 
Oup I icate 

R89 585 3911 39'i 
Oupl icate 

R89 585 451 4 'it; 
Duplicali> 

R8'J 'i8'i 'iOfl 'ifl'i 
Duplicate 

0.004 
0.004 

<0.002 
0.002 

<0.007 
0.003 

0.009 
0.009 

BC 
10:-; & TESTl'G SER\'ICl:S 

SAMPI i: 

NIJMRER 

Geochemical 
Lab Report 

DOTE PRINTED· 2 OCT 89 
PROJECT: R89 'i8'i 

'I F1ENT 
UNIT~ 

PAGE 'J 
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BONDARCLEGG

\ i
BROHM MINING CORPORATION £ Ay...
MR. JIM BARRON : «’
PO BOX 485 __
DEADWOOD, SOUTH DAKOTA .
57732 y

Invoice r R076766, Page 1

' 'Date i 10-OCT-89

Report No: R89-31935.4 
•Project : R89-585 
Reference: R89-585 REF#205-505

BARRON

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

60 Analyses of Gold 
Subtotal

-Sample Preparation- ----
60 Samples of ASSAY PREP 

1250 Samples of EXCESSIVE WETNESS/LB 
1 Sample of SAMPLE PICKUP/MILE 

Subtotal

Miscellaneous Charges
4% SOUTH DAKOTA SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal

at $ 7.00 $ 420.00
$ 420.00 $ 420.00

at $3.00 $ 180.00 - - *~

at $ 0.20 S 250.00
at $12.00 $ 12.00

$ 442.00 $ 442.00

$ 17.58
$ 8.84
8 26.42 $ 26.42

Invoice Total: $ 888.42 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

./ 
/ 

., C 
BDNDAR-CLEGG 

BROHM MINI G CORPORATION 
MR. JIM BARRON 
PO BO.· 485 
DEADWOOD, SOUTH DAKOTA 
57732 

60 Analyses of Gold 
Subtotal 

- Sample Preparation -
60 Samples of ASSAY PREP 

/ 

•'"'I>•:·, . 
\,,. . ... 

... 

1250 Samples of EXCESSIVE WETNESS/LB 
1 Sample of Sl1MPLE PICKUP/MILE 

Subtotal 

Miscellaneous Charges 
4% SOUTH DAKOTA SALES TX 
2% DEADWOOD CITY SALES TAX 

Subtotal 

Invoice 

-Date 

R076766, 

10-0CT-89 

Report No: R89-31935.4 
,Project R89-585 

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, Unit A 

Sparks, Nevada 89431 
702 (359-9330) 

Page 1 

Reference: R89-585 REF#205-505 

BARRON 

at S 7.00 $ 420.00 
s 420.00 s 420.00 

• • 

at S 3.00 $ 180.00 
at S 0.20 s 250.00 
at s12.00 s 12.00 

$ 442.00 $ 442.00 

s 17.58 
$ 8.84 
$ 26.42 s 26.42 

Invoice Total: $ 888.42 U.S. 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

--------------
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Geochemical
Lab Report

Bondar-Clegg, Inc.
625 Spice Island Dr.
Building irt?nit A

Sparks, Nevada 89431

702 (359-9330) BONDARCLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31936.4 ( COMPLETE ) REFERENCE INFO: R89 585 REFH505-635

CL TENT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT R89-585 DATE PRINTED: 11-0CT-89

NUMBER OF LOUER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 26 D.LIEI2 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

Z OTHER DRILL TYPES 26 2 -1511 26 ASSAY PREP 26
EXCFSSIUF UETNFSS/LB 734

REPORT COPIES TO: DR. JIM BARRON 
MR. ROD MCCLFOD

INVOICE TO: MR. Jill BARRON

- - - - --- - - - - - -. 

Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building I, rut A 
Sparb, Nevada 89431 
70:! (359-9330) 

BC 
BONDAR-CLF.GG 

Geochemical 
Lab Report 

A DI\ 1510\ 01 l\iCHC\PI:: 1'.'/SPl::CTI0\ &. TESTI\Ci SER\ ICl::S 

I 

REPORT: R89-31936.4 ( COMPLETE) 

CLTENT: BROHM MINING CORPORATION 
PROJECT: R89-585 

ORDER ELEMENT 

1 Au Gold 

SAMPLE TYPES 

Z OTHER DRILL TYPES 

NUMBER 

26 

REPORT COPIES TO: MR. JIM BARRON 
MR. ROD MCCLFOD 

NUMOFR OF LOUER 
ANALYSES DETECTION LIMIT EXTRACTION 

26 0. [102 OPT 

SIZE FRACTIONS 

2 -150 

NUMBER 

26 

REFcR[NCE INFO: R89 -585 REFft505 635 

SUOMITTED BY: BARRON 
DATE PRINTED: 11-0CT -89 

METHOD 

Fire Assrly 

SAMPLE PREPARATIONS NUMBER 

ASSAY PREP 26 
EXCFSSIVF UETNFSS/LB 734 

INVOICE TO: MR. JIM BARRON 



Geochemical
Lab Report

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building !, Wnit A

Sparks, Nevada 89431

702 (359-9330)

BC
BONDAR-CLEGG

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31936.4
DATE PRINTED: 11 OCT 89
PROJFCT: R89-585 PAGE 1

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

12 R89-585 505-510 0.005
12 R89-585 510-515 0.003
12 R89-585 515-520 <0.002
12 R89-585 520-525 <0.002
12 R89-585 525-530 <0.002

12 R89-585 530-535 <0.002
12 R89-585 535-540 <0.002
12 R89-585 540-545 <0.002
12 R89-585 545-550 <0.002
12 R89-585 550-555 <0.002

12 R89-585 555-560 <0.002
Z2 R89-585 560-565 0.002
12 R89-585 565-570 0.005
12 R89-585 570-575 <0.002
12 R89-585 575-580 <0.002

12 R89-585 580-585 0.002
12 R89-585 585-590 <0.002
12 R89-585 590-595 <0.002
12 R89-585 595 600 <0.002
12 R89-585 600-605 <0.002

12 R89-858 605-610 <0.002
12 R89-585 610-615 0.004
12 R89-585 615-620 <0.002
12 R89-585 620-625 0.003
12 R89-585 625-630 0.062

12 R89-585 630-635 0.008

Bondar-Clegg, Inc. BC 
625 Spice Island Dr. 
Building ! , ' nit A 

Sparks, evada 89431 BONDAR·CLEGG 
702 (359-9330) 

------------------ - ---- ----

Geochemical 
Lab Report 

A Dl\'ISIO'J OF I\CHCAPE I\SPECTIO. & TESTl'-Ci Sf::R\ !CFS 
PATE PRfNTED: 11 -0CT -89 

REPORT: R89-31936.4 PROJFCT: R89-585 PAGE 1 

SAMPLE ELE111:NT Au 
NUMBER UNITS OPT 

Z2 R89 -585 505-510 0.005 
Z2 R89 -585 510-515 0.003 
Z2 R89-585 515 520 <0.002 
Z2 R89-585 520-525 <0.002 
Z2 R89-585 525-530 <0.002 

Z2 R89-585 530-535 <0.002 
Z2 R89 -585 535-540 <0.002 
Z2 R89-585 540-545 <0.002 
Z2 R89-585 545-550 <0 .002 
Z2 R89-585 550-555 <0.002 

Z2 R89 -585 555-560 <0 .002 
Z2 R89-585 560-565 0.002 
Z2 R89-585 565-570 0.005 
Z2 R89-585 570-575 <0.002 
Z2 R89 -585 575-580 <0.002 

22 R89-585 580-585 0.002 
Z2 R89-585 585-590 <0 .002 
Z2 R89-585 590 595 <0 .002 
22 R89 -585 595 600 <0.002 
22 R89-585 600-605 <0.002 

Z2 R89 -858 605-610 <0 .002 
22 R89-585 610-615 0.004 
Z2 R89 -585 615 -620 <0.002 
22 R89-585 620 -625 0.003 
Z2 R89-585 625-630 0.062 

22 R89-585 630-635 0.(1(18 ~ 



Bondar-Clegg, Inc. 
625 Spice Island Dr. 
Building k 'nit A 
Sp ks, Nevada 89431 
702 (359-9330) 

REPORT: R89-31936.4 

SAMPLE 
NUMBER 

R89 -585 535-540 
Dup I i cate 

R89-585 585-590 
Dupli cate 

ElEMFNT 
UNITS 

Au 
OPT 

<0.002 
<0.002 

<0.002 
<0.002 

BC 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TEST! 

Geochemical 
Lab Report 

PAGE 2 
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' BONDAR-CLEGG

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

BROHM MINING CORPORATION 
MR. JIM BARRON 
PO BOX 485
DEADWOOD, SOUTH DAKOTA 
57732
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• •« . • TvVi'4;^ ‘ "iv»
26 Analyses’ dir Gold

,'“4 Subtotalr--’-''>

♦ f 
?

- ^ < .* y.friSample Preparation 1 •
26 Samples of ASSAY PREP 

734 Samples of EXCESSIVE WETNESS/LB 
Subtotal

Invoice : R076829, Page 1

Date : 12-OCT-89

Report No: R89-31936.4 
Project : R89-585 
Reference: R89-585 REF#505-635

BARRON

at $ 7.00 $ 182.00
$ 182.00 $ 182.00

at $ 3.00 $ 78.00
at $ 0.20 $ 146.80

S 224.80 S 224.80

Miscellaneous Charges
4% SOUTH DAKOTA SALES TAX 
2% DEADWOOD CITY SALES TAX 

Subtotal

$ 9.14
$ 4.50
$ 13.64 3 13.64

Invoice Total: $ 420.44 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Reference: R89-585 REF#505-635 
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ACCOUNTS DUE WHEN RENDERED 
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146 . 80 
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s 13.64 
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